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Engineering Index Properties

Choctaw County, Alabama

NOTE: Absence of an entry indicates that the data were not estimated.
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |               |             |             |      |      |      |      |      |      |      |
AnA:             |       |               |             |             |      |      |      |      |      |      |      |
 Annemaine-------|  0-4  |Silt loam      |ML, CL-ML    |A-4          |   0  |   0  |95-100|95-100|90-100|70-90 |20-35 | 5-20
                 |  4-35 |Clay, silty    |CH, CL, MH,  |A-7-5        |   0  |   0  |95-100|95-100|90-100|80-99 |45-70 |20-35
                 |       | clay, silty   | ML          |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 35-65 |Sandy clay     |CL, SC       |A-7-6, A-4,  |   0  |   0  |95-100|95-100|80-100|36-80 |20-45 | 8-27
                 |       | loam, loam,   |             | A-6         |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
ArF:             |       |               |             |             |      |      |      |      |      |      |      |
 Arundel---------|  0-4  |Loam           |ML, CL-ML    |A-4          |   0  | 0-6  |85-100|77-98 |75-98 |60-90 | 0-30 |NP-10
                 |  4-32 |Silty clay     |CH, CL       |A-7          |   0  | 0-15 |85-100|80-100|80-100|65-90 |44-70 |22-41
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 | 32-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Cantuche--------|  0-6  |Very channery  |CL, CL-ML,   |A-4, A-6     | 5-15 |25-50 |65-90 |60-85 |50-80 |36-65 |20-30 | 4-11
                 |       | sandy loam    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |  6-11 |Extremely      |CL, CL-ML,   |A-4, A-6     | 5-15 |40-75 |65-90 |60-85 |50-80 |36-65 |20-30 | 4-11
                 |       | channery loam,| SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | extremely     |             |             |      |      |      |      |      |      |      |
                 |       | channery sandy|             |             |      |      |      |      |      |      |      |
                 |       | loam, very    |             |             |      |      |      |      |      |      |      |
                 |       | channery loam |             |             |      |      |      |      |      |      |      |
                 | 11-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
AwE:             |       |               |             |             |      |      |      |      |      |      |      |
 Arundel---------|  0-8  |Sandy loam     |ML, SM       |A-2-4, A-4   |   0  | 0-6  |85-100|84-98 |70-98 |30-60 | 0-20 |  NP
                 |  8-36 |Silty clay     |CH, CL       |A-7          |   0  | 0-15 |85-100|80-100|80-100|65-90 |44-70 |22-41
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 | 36-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Williamsville---|  0-4  |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  |   0  |98-100|95-100|80-95 |36-70 |18-30 | 3-10
                 |       |               | SM, SC-SM   |             |      |      |      |      |      |      |      |
                 |  4-36 |Clay, sandy    |CH, CL       |A-6, A-7     |   0  |   0  |98-100|80-100|80-100|50-80 |38-60 |20-36
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 36-62 |Sandy clay     |CL, SC       |A-4, A-6     |   0  |   0  |98-100|80-100|60-90 |36-65 |25-40 | 8-20
                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 62-80 |Sandy loam,    |SM           |A-2, A-4     |   0  |   0  |98-100|80-100|60-75 |15-45 | 0-20 |NP-3
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BbA:             |       |               |             |             |      |      |      |      |      |      |      |
 Bibb------------|  0-3  |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  | 0-5  |95-100|90-100|60-90 |30-60 | 0-25 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  3-45 |Sandy loam,    |CL-ML, ML,   |A-2, A-4     |   0  | 0-10 |60-100|50-100|40-100|30-90 | 0-30 |NP-7
                 |       | loam, silt    | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 45-60 |Sand, loamy    |SM, SP-SM    |A-1-b, A-2,  |   0  | 0-5  |95-100|90-100|40-90 | 8-35 | 0-20 |  NP
                 |       | sand, loamy   |             | A-3         |      |      |      |      |      |      |      |
                 |       | fine sand     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Iuka------------|  0-9  |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  |   0  |95-100|90-100|70-100|30-60 | 0-20 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  9-42 |Fine sandy     |ML, SC-SM,   |A-4          |   0  |   0  |95-100|85-100|65-100|36-75 | 0-30 |NP-7
                 |       | loam, loam,   | SM, CL-ML   |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 | 42-60 |Sandy loam,    |ML, SM       |A-2, A-4     |   0  |   0  |95-100|90-100|70-100|25-60 | 0-30 |NP-7
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BeB:             |       |               |             |             |      |      |      |      |      |      |      |
 Bigbee----------|  0-6  |Loamy sand     |SM           |A-2-4        |   0  |   0  | 100  |95-100|60-90 |15-30 | 0-20 |  NP
                 |  6-23 |Loamy sand,    |SP, SM, SP-SM|A-2-4, A-3   |   0  |   0  | 100  |95-100|50-80 |10-25 | 0-20 |  NP
                 |       | fine sand     |             |             |      |      |      |      |      |      |      |
                 | 23-70 |Sand, fine sand|SM, SP-SM    |A-2-4, A-3   |   0  |   0  |85-100|85-100|50-75 | 5-20 | 0-20 |  NP
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
BgD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Boswell---------|  0-4  |Fine sandy loam|ML, SM       |A-4          |   0  |   0  | 100  | 100  |60-85 |40-55 | 0-20 |  NP
                 |  4-80 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |50-70 |25-40
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BkB:             |       |               |             |             |      |      |      |      |      |      |      |
 Boykin----------|  0-5  |Loamy fine sand|SC-SM, SM    |A-2-4, A-4   |   0  |   0  |97-100|95-100|75-98 |17-45 |16-25 |NP-5
                 |  5-22 |Loamy fine     |SC-SM, SM    |A-2-4, A-4   |   0  |   0  |97-100|95-100|70-98 |17-45 |16-25 |NP-5
                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | sand          |             |             |      |      |      |      |      |      |      |
                 | 22-60 |Fine sandy     |CL, SC       |A-4, A-6, A- |   0  |   0  |95-100|95-100|80-98 |36-55 |22-45 | 8-30
                 |       | loam, sandy   |             | 7-6         |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BnE2:            |       |               |             |             |      |      |      |      |      |      |      |
 Boykin----------|  0-3  |Loamy fine sand|SC-SM, SM    |A-2-4, A-4   |   0  |   0  |97-100|95-100|75-98 |17-45 |16-25 |NP-5
                 |  3-33 |Loamy fine     |SC-SM, SM    |A-2-4, A-4   |   0  |   0  |97-100|95-100|70-98 |17-45 |16-25 |NP-5
                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | sand          |             |             |      |      |      |      |      |      |      |
                 | 33-80 |Fine sandy     |CL, SC       |A-4, A-6, A- |   0  |   0  |95-100|95-100|80-98 |36-55 |22-45 | 8-30
                 |       | loam, sandy   |             | 7-6         |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Luverne---------|  0-7  |Fine sandy loam|ML, SM       |A-2, A-4     |   0  | 0-5  |95-100|90-100|80-100|30-60 | 0-20 |  NP
                 |  7-36 |Clay loam,     |MH, ML       |A-4, A-5, A-7|   0  | 0-5  |95-100|90-100|85-100|50-95 |38-70 | 8-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 36-49 |Clay loam,     |MH, ML, SM   |A-4, A-5, A-7|   0  | 0-5  |95-100|85-100|85-100|36-76 |32-56 | 8-30
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 49-80 |Sandy loam,    |SC, SM, SC-SM|A-4, A-6     |   0  | 0-5  |95-100|95-100|70-100|36-65 |28-49 | 8-30
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Smithdale-------|  0-13 |Loamy sand     |SM           |A-2          |   0  |   0  | 100  |85-100|50-75 |15-30 | 0-20 |  NP
                 | 13-48 |Clay loam,     |CL, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 48-80 |Loam, sandy    |CL, ML, SC,  |A-4          |   0  |   0  | 100  |85-100|65-95 |36-70 | 0-30 |NP-10
                 |       | loam          | SM          |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
BrE2:            |       |               |             |             |      |      |      |      |      |      |      |
 Brantley--------|  0-2  |Loam           |CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|95-100|36-55 | 0-30 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  2-34 |Clay, clay     |CL, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|60-75 |41-50 |16-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 34-54 |Sandy clay     |CL, ML, SC,  |A-4, A-6     |   0  |   0  |95-100|95-100|80-100|36-70 |30-40 | 7-15
                 |       | loam, clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 54-65 |Sandy loam,    |ML, SC, SM   |A-2, A-4     |   0  |   0  |95-100|95-100|70-100|30-60 | 0-38 |NP-9
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Okeelala--------|  0-12 |Loamy sand     |SM           |A-2          |   0  | 0-5  |98-100|85-100|50-85 |15-35 | 0-20 |  NP
                 | 12-52 |Clay loam,     |CL, ML, SC,  |A-4, A-6     |   0  |   0  |98-100|85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 52-80 |Loamy sand,    |SM, SP-SM    |A-2-4, A-3   |   0  |   0  |98-100|85-100|50-75 | 5-35 | 0-20 |  NP
                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
BrF:             |       |               |             |             |      |      |      |      |      |      |      |
 Brantley--------|  0-10 |Fine sandy loam|CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|95-100|36-55 | 0-30 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 10-46 |Clay, clay     |CL, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|60-75 |41-50 |16-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 46-80 |Sandy loam,    |ML, SC, SM   |A-2, A-4     |   0  |   0  |95-100|95-100|70-100|30-60 | 0-38 |NP-9
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Okeelala--------|  0-16 |Fine sandy loam|SM           |A-2          |   0  | 0-5  |98-100|85-100|75-85 |20-35 | 0-20 |  NP
                 | 16-61 |Clay loam,     |CL, ML, SC,  |A-4, A-6     |   0  |   0  |98-100|85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 61-80 |Loamy sand,    |SM, SP-SM    |A-2-4, A-3   |   0  |   0  |98-100|85-100|50-75 | 5-35 | 0-20 |  NP
                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
CaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Cahaba----------|  0-13 |Sandy loam     |SM           |A-2-4, A-4   |   0  |   0  |95-100|95-100|65-90 |30-45 | 0-20 |  NP
                 | 13-38 |Sandy clay     |CL, SC       |A-4, A-6     |   0  |   0  |90-100|80-100|75-90 |40-75 |22-35 | 8-15
                 |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 38-60 |Loamy sand,    |SM, SP-SM    |A-2-4        |   0  |   0  |95-100|90-100|60-85 |10-35 | 0-20 |  NP
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
CoC2:            |       |               |             |             |      |      |      |      |      |      |      |
 Conecuh---------|  0-5  |Loam           |CL-ML, CL    |A-4, A-6     |   0  |   0  |95-100|95-100|80-100|60-85 |20-35 | 5-15
                 |  5-48 |Clay loam,     |CH, CL, MH,  |A-6, A-7     |   0  |   0  |95-100|95-100|85-100|70-95 |35-60 |10-30
                 |       | clay, silty   | ML          |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 48-76 |Clay, silty    |CH, MH, ML   |A-7          |   0  |   0  |95-100|95-100|90-100|80-98 |45-70 |15-45
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 76-80 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       |               |             |             |      |      |      |      |      |      |      |
FaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Fluvaquents-----|  0-7  |Loam           |CL-ML, ML, SM|A-2, A-4     |   0  |   0  | 100  |90-100|60-90 |30-60 | 0-25 |NP-7
                 |  7-80 |Stratified     |CL, ML       |A-4, A-6, A-7|   0  |   0  | 100  |90-100|75-100|60-95 |20-45 | 8-22
                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
FrA:             |       |               |             |             |      |      |      |      |      |      |      |
 Freest----------|  0-12 |Fine sandy loam|CL, CL-ML,   |A-4          |   0  |   0  | 100  |95-100|60-90 |40-70 | 0-30 |NP-8
                 |       |               | ML, SM      |             |      |      |      |      |      |      |      |
                 | 12-29 |Loam, sandy    |CL           |A-4, A-6     |   0  |   0  | 100  |95-100|80-95 |55-75 |25-40 | 7-20
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 29-80 |Clay loam,     |CH, CL       |A-7          |   0  |   0  | 100  |95-100|90-100|80-95 |41-55 |20-30
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
HaB:             |       |               |             |             |      |      |      |      |      |      |      |
 Halso-----------|  0-2  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  |95-100|95-100|80-100|70-90 |20-35 | 5-15
                 |  2-6  |Clay loam,     |CH, CL, MH,  |A-6, A-7     |   0  |   0  |95-100|95-100|85-100|70-95 |35-60 |10-30
                 |       | silty clay    | ML          |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |  6-30 |Clay, silty    |MH, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|80-98 |45-70 |15-35
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 30-45 |Clay loam,     |CH, CL, MH   |A-6, A-7     |   0  | 0-10 |65-95 |65-80 |60-80 |55-75 |30-65 |12-30
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 | 45-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
IzA:             |       |               |             |             |      |      |      |      |      |      |      |
 Izagora---------|  0-7  |Fine sandy loam|CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|70-95 |40-65 | 0-25 |NP-5
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  7-65 |Loam, clay     |CL, ML       |A-4, A-6, A-7|   0  |   0  |95-100|95-100|85-100|60-95 |25-45 | 8-25
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Latonia---------|  0-6  |Loamy sand     |SM           |A-2-4        |   0  |   0  |90-100|85-100|50-80 |15-35 | 0-20 |  NP
                 |  6-43 |Sandy loam,    |SM           |A-2-4, A-4   |   0  |   0  |90-100|85-100|60-85 |30-50 | 0-20 |NP-10
                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 | 43-68 |Sand, loamy    |SM, SP-SM    |A-2-4        |   0  |   0  |90-100|85-100|50-75 |10-30 | 0-20 |  NP
                 |       | sand          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LdC2:            |       |               |             |             |      |      |      |      |      |      |      |
 Lauderdale------|  0-3  |Silt loam      |CL, CL-ML, ML|A-4          |   0  |   0  |85-100|77-98 |75-98 |60-90 | 0-25 |NP-10
                 |  3-16 |Clay loam,     |CL           |A-4, A-6     |   0  | 0-2  |85-98 |77-95 |70-85 |60-80 |20-35 | 8-20
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 16-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Arundel---------|  0-7  |Fine sandy loam|SM, ML       |A-4, A-2-4   |   0  | 0-6  |85-100|84-98 |70-98 |30-60 | 0-20 |  NP
                 |  7-34 |Silty clay     |CH, CL       |A-7          |   0  | 0-15 |85-100|80-100|80-100|65-90 |44-70 |22-41
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 | 34-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LeA:             |       |               |             |             |      |      |      |      |      |      |      |
 Leeper----------|  0-4  |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|85-95 |45-55 |25-35
                 |  4-60 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|80-97 |52-75 |30-50
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LfA:             |       |               |             |             |      |      |      |      |      |      |      |
 Lenoir----------|  0-8  |Silt loam      |CL, CL-ML, ML|A-4          |   0  |   0  | 100  | 100  |70-98 |40-85 |20-35 | 3-10
                 |  8-80 |Clay, silty    |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |85-99 |55-95 |40-65 |11-35
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
LgA:             |       |               |             |             |      |      |      |      |      |      |      |
 Louin-----------|  0-2  |Silty clay     |MH, CH       |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|50-60 |20-30
                 |  2-38 |Silty clay,    |MH, CH       |A-7          |   0  |   0  | 100  | 100  |95-100|85-100|50-90 |30-50
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 38-76 |Silty clay,    |CH, MH       |A-7          |   0  |   0  |95-100|95-100|90-100|85-100|50-90 |30-52
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 76-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LhA:             |       |               |             |             |      |      |      |      |      |      |      |
 Lucedale--------|  0-5  |Fine sandy loam|SM, ML       |A-2, A-4     |   0  |   0  | 100  |95-100|80-95 |25-65 | 0-30 |NP-3
                 |  5-80 |Sandy clay     |CL, CL-ML,   |A-2, A-4, A-6|   0  |   0  |95-100|95-100|80-100|30-75 |25-40 | 4-15
                 |       | loam, clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LnB:             |       |               |             |             |      |      |      |      |      |      |      |
 Luverne---------|  0-11 |Sandy loam     |ML, SM       |A-2, A-4     |   0  | 0-5  |87-100|84-100|80-100|30-60 | 0-20 |  NP
                 | 11-29 |Clay loam,     |MH, ML       |A-4, A-5, A-7|   0  | 0-5  |95-100|90-100|85-100|50-95 |38-70 | 8-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 29-42 |Clay loam,     |MH, ML, SM   |A-4, A-5, A-7|   0  | 0-5  |95-100|85-100|85-100|36-76 |32-56 | 8-30
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 42-65 |Sandy loam,    |SC, SM, SC-SM|A-4, A-6     |   0  | 0-5  |95-100|95-100|70-100|36-65 |28-49 | 8-30
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
LnD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Luverne---------|  0-10 |Sandy loam     |ML, SM       |A-2, A-4     |   0  | 0-5  |87-100|84-100|80-100|30-60 | 0-20 |  NP
                 | 10-29 |Clay loam,     |MH, ML       |A-4, A-5, A-7|   0  | 0-5  |95-100|90-100|85-100|50-95 |38-70 | 8-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 29-49 |Clay loam,     |MH, ML, SM   |A-4, A-5, A-7|   0  | 0-5  |95-100|85-100|85-100|36-76 |32-56 | 8-30
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 49-80 |Sandy loam,    |SC, SM, SC-SM|A-4, A-6     |   0  | 0-5  |95-100|95-100|70-100|36-65 |28-49 | 8-30
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
LnE2:            |       |               |             |             |      |      |      |      |      |      |      |
 Luverne---------|  0-10 |Sandy loam     |ML, SM       |A-2, A-4     |   0  | 0-5  |87-100|84-100|80-100|30-60 | 0-20 |  NP
                 | 10-29 |Clay loam,     |MH, ML       |A-4, A-5, A-7|   0  | 0-5  |95-100|90-100|85-100|50-95 |38-70 | 8-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 29-49 |Clay loam,     |MH, ML, SM   |A-4, A-5, A-7|   0  | 0-5  |95-100|85-100|85-100|36-76 |32-56 | 8-30
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 49-80 |Sandy loam,    |SC, SM, SC-SM|A-4, A-6     |   0  | 0-5  |95-100|95-100|70-100|36-65 |28-49 | 8-30
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
MaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Mayhew----------|  0-2  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|70-95 |36-50 |15-28
                 |  2-42 |Silty clay     |CH, CL       |A-7-6, A-7-5 |   0  |   0  | 100  | 100  |95-100|85-95 |46-75 |25-50
                 |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 | 42-60 |Silty clay,    |CH, CL       |A-7-6        |   0  |   0  | 100  |90-100|90-100|75-95 |45-80 |25-50
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 60-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
MdA:             |       |               |             |             |      |      |      |      |      |      |      |
 Mccrory---------|  0-4  |Loam           |SC-SM, SM    |A-4          |   0  |   0  | 100  | 100  |70-85 |40-50 | 0-25 |NP-7
                 |  4-63 |Sandy clay     |CL, CL-ML, SC|A-4, A-6     |   0  |   0  | 100  | 100  |70-90 |40-55 |20-40 | 5-15
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 63-80 |Fine sandy     |SC-SM, SM    |A-2, A-4     |   0  |   0  | 100  | 100  |60-85 |25-50 | 0-25 |NP-7
                 |       | loam, very    |             |             |      |      |      |      |      |      |      |
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Deerford--------|  0-10 |Loam           |CL-ML, ML    |A-4          |   0  |   0  | 100  | 100  | 100  |95-100| 0-28 |NP-7
                 | 10-49 |Clay loam,     |CL           |A-6, A-7-6   |   0  |   0  | 100  | 100  | 100  |95-100|32-49 |11-25
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 49-80 |Loam, very fine|CL, CL-ML    |A-4, A-6, A- |   0  |   0  | 100  | 100  |80-100|50-95 |25-49 | 5-25
                 |       | sandy loam,   |             | 7-6         |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
MnB:             |       |               |             |             |      |      |      |      |      |      |      |
 Mclaurin--------|  0-6  |Fine sandy loam|SM           |A-4          |   0  |   0  |90-100|90-100|70-85 |36-45 | 0-30 |NP-4
                 |  6-36 |Sandy loam,    |SM, SC, SC-SM|A-4          |   0  |   0  |90-100|90-100|85-95 |36-45 | 0-30 |NP-10
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 36-48 |Loamy fine     |SM           |A-2, A-4     |   0  |   0  |90-100|90-100|50-85 |15-45 | 0-20 |NP-4
                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | sand, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 48-80 |Sandy loam,    |CL, ML, SC,  |A-4, A-6     |   0  |   0  |90-100|90-100|70-80 |36-55 |30-40 | 6-15
                 |       | sandy clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
OKA:             |       |               |             |             |      |      |      |      |      |      |      |
 Ochlockonee-----|  0-10 |Sandy loam     |CL-ML, ML,   |A-2, A-4     |   0  |   0  | 100  |95-100|65-90 |40-70 | 0-26 |NP-5
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 | 10-60 |Fine sandy     |CL, ML, SC,  |A-4          |   0  |   0  | 100  |95-100|95-100|36-75 | 0-32 |NP-9
                 |       | loam, sandy   | SM          |             |      |      |      |      |      |      |      |
                 |       | loam, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | fine sand     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Kinston---------|  0-4  |Fine sandy loam|SC, SC-SM, SM|A-2, A-4     |   0  |   0  | 100  |98-100|55-100|25-49 |20-35 |NP-10
                 |  4-60 |Loam, clay     |CL           |A-4, A-6, A-7|   0  |   0  | 100  |95-100|75-100|60-95 |20-45 | 8-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Iuka------------|  0-6  |Fine sandy loam|CL-ML, ML,   |A-2, A-4     |   0  |   0  |95-100|90-100|70-100|30-60 | 0-20 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  6-32 |Fine sandy     |CL-ML, ML,   |A-4          |   0  |   0  |95-100|85-100|65-100|36-75 | 0-30 |NP-7
                 |       | loam, loam,   | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 | 32-60 |Sandy loam,    |ML, SM       |A-2, A-4     |   0  |   0  |95-100|90-100|70-100|25-60 | 0-30 |NP-7
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
OtB:             |       |               |             |             |      |      |      |      |      |      |      |
 Oktibbeha-------|  0-2  |Clay           |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|42-64 |30-40
                 |  2-17 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|55-75 |35-50
                 | 17-36 |Clay           |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|55-75 |35-50
                 | 36-61 |Clay, silty    |CL           |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|42-65 |30-45
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 61-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
Pt:              |       |               |             |             |      |      |      |      |      |      |      |
 Pits------------|  0-60 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
RbD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Rayburn---------|  0-5  |Silt loam      |CL-ML, ML, CL|A-4          |   0  |   0  | 100  | 100  |75-99 |60-90 |16-30 |NP-10
                 |  5-55 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |51-80 |25-50
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 55-65 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
RvA:             |       |               |             |             |      |      |      |      |      |      |      |
 Riverview-------|  0-5  |Loam           |CL-ML, ML,   |A-2, A-4     |   0  |   0  |95-100|90-100|85-95 |30-60 | 0-20 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  5-33 |Clay loam,     |CL, CL-ML, ML|A-4, A-6     |   0  |   0  | 100  | 100  |90-100|60-95 |20-40 | 3-20
                 |       | loam, fine    |             |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 | 33-80 |Loamy fine     |SC-SM, SM    |A-2, A-4     |   0  |   0  | 100  | 100  |50-95 |15-45 | 0-20 |NP-7
                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |
                 |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SaA:             |       |               |             |             |      |      |      |      |      |      |      |
 Savannah--------|  0-11 |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  |90-100|80-100|60-90 | 0-25 |NP-7
                 | 11-30 |Sandy clay     |CL, CL-ML, SC|A-4, A-6     |   0  |   0  |98-100|90-100|80-100|40-80 |23-40 | 7-19
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 30-80 |Loam, clay     |CL, CL-ML, SC|A-2, A-4, A- |   0  |   0  |94-100|90-100|60-100|30-80 |23-43 | 7-19
                 |       | loam, sandy   |             | 6, A-7      |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SaB:             |       |               |             |             |      |      |      |      |      |      |      |
 Savannah--------|  0-11 |Silt loam      |CL-ML, ML    |A-4          |   0  |   0  | 100  |90-100|80-100|60-90 | 0-25 |NP-7
                 | 11-30 |Sandy clay     |CL, CL-ML, SC|A-4, A-6     |   0  |   0  |98-100|90-100|80-100|40-80 |23-40 | 7-19
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 30-80 |Loam, clay     |CL, CL-ML, SC|A-2, A-4, A- |   0  |   0  |94-100|90-100|60-100|30-80 |23-43 | 7-19
                 |       | loam, sandy   |             | 6, A-7      |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
SmB:             |       |               |             |             |      |      |      |      |      |      |      |
 Smithdale-------|  0-5  |Sandy loam     |SC-SM, SM    |A-2, A-4     |   0  |   0  | 100  |85-100|60-95 |28-49 | 0-20 |NP-5
                 |  5-58 |Clay loam,     |CL, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 58-65 |Loam, sandy    |SM, CL, ML,  |A-4          |   0  |   0  | 100  |85-100|65-95 |36-70 | 0-30 |NP-10
                 |       | loam          | SC          |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
SmD:             |       |               |             |             |      |      |      |      |      |      |      |
 Smithdale-------|  0-5  |Loamy fine sand|SM           |A-2-4        |   0  |   0  | 100  |85-100|50-80 |15-35 | 0-20 |  NP
                 |  5-13 |Loamy fine     |SM, SC-SM    |A-2, A-4     |   0  |   0  | 100  |85-100|60-95 |28-49 | 0-20 |NP-5
                 |       | sand, fine    |             |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 | 13-49 |Clay loam,     |CL, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |85-100|80-96 |45-75 |23-38 | 7-16
                 |       | sandy clay    | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 49-65 |Loam, sandy    |CL, ML, SC,  |A-4          |   0  |   0  | 100  |85-100|65-95 |36-70 | 0-30 |NP-10
                 |       | loam          | SM          |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
StD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Sumter----------|  0-5  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  |90-100|85-100|80-98 |75-90 |35-50 |16-25
                 |  5-27 |Silty clay,    |CH, CL       |A-6, A-7     |   0  |   0  |85-100|78-98 |75-95 |75-95 |35-55 |16-32
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 27-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Maytag----------|  0-5  |Silty clay loam|CL, CL-ML, ML|A-4, A-6, A-7|   0  |   0  |98-100|95-100|90-100|75-90 |20-45 | 3-25
                 |  5-52 |Silty clay,    |CH, MH       |A-7          |   0  |   0  |98-100|95-100|90-100|85-98 |60-95 |30-60
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 52-80 |Silty clay,    |CH, MH       |A-7          |   0  |   0  |98-100|95-100|90-100|75-98 |60-95 |30-60
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
StE2:            |       |               |             |             |      |      |      |      |      |      |      |
 Sumter----------|  0-2  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  |90-100|85-100|80-98 |75-90 |35-50 |16-25
                 |  2-29 |Silty clay,    |CH, CL       |A-6, A-7     |   0  |   0  |85-100|78-98 |75-95 |75-95 |35-55 |16-32
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 29-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Maytag----------|  0-2  |Silty clay loam|CH, MH       |A-7          |   0  |   0  |98-100|95-100|90-100|85-98 |50-70 |20-35
                 |  2-50 |Silty clay,    |CH, MH       |A-7          |   0  |   0  |98-100|95-100|90-100|85-98 |60-95 |30-60
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 50-80 |Silty clay,    |CH, MH       |A-7          |   0  |   0  |98-100|95-100|90-100|75-98 |60-95 |30-60
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
ToC2:            |       |               |             |             |      |      |      |      |      |      |      |
 Toxey-----------|  0-3  |Clay           |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|42-64 |30-40
                 |  3-15 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|65-85 |45-60
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 15-24 |Clay, silty    |CH, CL       |A-6, A-7     |   0  |   0  | 100  |95-100|95-100|90-100|45-60 |30-40
                 |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 | 24-80 |Clay loam,     |CH, CL       |A-7, A-6     |   0  |   0  | 100  |90-100|70-100|55-95 |35-60 |15-40
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Brantley--------|  0-2  |Fine sandy loam|CL-ML, ML,   |A-4          |   0  |   0  |95-100|95-100|95-100|36-55 | 0-30 |NP-7
                 |       |               | SC-SM, SM   |             |      |      |      |      |      |      |      |
                 |  2-21 |Clay, clay     |CL, ML       |A-7          |   0  |   0  |95-100|95-100|90-100|60-75 |41-50 |16-22
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 21-66 |Sandy clay     |CL, ML, SC,  |A-4, A-6     |   0  |   0  |95-100|95-100|80-100|36-70 |30-40 | 7-15
                 |       | loam, clay    | SM          |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 66-92 |Sandy loam,    |ML, SC, SM   |A-2, A-4     |   0  |   0  |95-100|95-100|70-100|30-60 | 0-38 |NP-9
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Hannon----------|  0-3  |Clay           |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|42-64 |30-40
                 |  3-24 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|55-75 |35-50
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 24-29 |Clay, silty    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|55-75 |35-50
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 29-80 |Stratified     |CH, CL       |A-6, A-7     |   0  |   0  | 100  |90-100|80-90 |75-85 |35-55 |15-30
                 |       | sandy loam to |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
UnA:             |       |               |             |             |      |      |      |      |      |      |      |
 Una-------------|  0-4  |Clay           |CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |  4-60 |Clay, silty    |CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
UrB:             |       |               |             |             |      |      |      |      |      |      |      |
 Urbo------------|  0-9  |Silty clay     |CL, CH       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |15-25
                 |  9-80 |Silty clay,    |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-98 |44-62 |20-36
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Mooreville------|  0-3  |Loam           |CL, CL-ML,   |A-4          |   0  |   0  | 100  | 100  |80-100|40-85 |20-30 | 5-10
                 |       |               | SC, SC-SM   |             |      |      |      |      |      |      |      |
                 |  3-51 |Sandy clay     |CL, SC       |A-6, A-7     |   0  |   0  | 100  | 100  |80-95 |45-80 |28-50 |15-30
                 |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 | 51-80 |Loam, sandy    |CL, SC       |A-6, A-7     |   0  |   0  | 100  | 100  |80-95 |45-80 |28-50 |15-30
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
 Una-------------|  0-5  |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |  5-60 |Clay, silty    |CH, CL       |A-7          |   0  |   0  | 100  |94-100|90-100|75-95 |41-65 |20-40
                 |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
WaB:             |       |               |             |             |      |      |      |      |      |      |      |
 Wadley----------|  0-7  |Loamy fine sand|SM           |A-2-4        |   0  |   0  | 100  |95-100|60-90 |15-30 | 0-20 |  NP
                 |  7-55 |Loamy fine     |SM, SP-SM    |A-2          |   0  |   0  |98-100|95-100|75-100|10-40 | 0-20 |  NP
                 |       | sand, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | sand          |             |             |      |      |      |      |      |      |      |
                 | 55-80 |Sandy loam,    |SM, SC, SC-SM|A-2, A-4, A-6|   0  |   0  | 100  |95-100|70-100|20-50 | 0-40 |NP-17
                 |       | fine sandy    |             |             |      |      |      |      |      |      |      |
                 |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
WcB:             |       |               |             |             |      |      |      |      |      |      |      |
 Wilcox----------|  0-3  |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|80-98 |30-90 |25-60
                 |  3-35 |Clay           |CH, MH       |A-7-5        |   0  |   0  | 100  | 100  |95-100|80-98 |55-95 |22-63
                 | 35-60 |Clay, silty    |CH           |A-7-5        |   0  |   0  | 100  | 100  |90-100|75-98 |55-95 |39-60
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 60-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |



Engineering Index Properties, cont.

Choctaw County, Alabama
_____________________________________________________________________________________________________________________________
                 |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
                 |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
WcD2:            |       |               |             |             |      |      |      |      |      |      |      |
 Wilcox----------|  0-3  |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|80-98 |30-90 |25-60
                 |  3-35 |Clay           |CH, MH       |A-7-5        |   0  |   0  | 100  | 100  |95-100|80-98 |55-95 |22-63
                 | 35-60 |Clay, silty    |CH           |A-7-5        |   0  |   0  | 100  | 100  |90-100|75-98 |55-95 |39-60
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 60-80 |Weathered      |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |       | bedrock       |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
WmC:             |       |               |             |             |      |      |      |      |      |      |      |
 Williamsville---|  0-5  |Fine sandy loam|ML, SM       |A-2, A-4     |   0  | 0-5  | 100  |95-100|80-95 |36-70 | 0-20 |  NP
                 |  5-17 |Fine sandy     |ML, SM       |A-2, A-4     |   0  | 0-5  |87-100|84-100|80-100|30-60 | 0-20 |  NP
                 |       | loam, loamy   |             |             |      |      |      |      |      |      |      |
                 |       | sand          |             |             |      |      |      |      |      |      |      |
                 | 17-43 |Clay loam,     |CL, CH       |A-7, A-6     |   0  | 0-5  |95-100|90-100|85-100|50-95 |38-70 |20-30
                 |       | sandy clay,   |             |             |      |      |      |      |      |      |      |
                 |       | clay          |             |             |      |      |      |      |      |      |      |
                 | 43-59 |Clay loam,     |MH, ML, SM   |A-4, A-5, A-7|   0  | 0-5  |95-100|85-100|85-100|36-76 |32-56 | 8-30
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 | 59-80 |Stratified     |ML, SM       |A-2, A-4, A- |   0  | 0-5  |90-100|85-100|70-100|25-65 |28-49 | 3-16
                 |       | loamy sand to |             | 6, A-7      |      |      |      |      |      |      |      |
                 |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |       | loam          |             |             |      |      |      |      |      |      |      |
                 |       |               |             |             |      |      |      |      |      |      |      |
_________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______


